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RESEARCH MEMORANDUM

ADHESIVE AND PROTECTIVE CHARACTERISTICS OF CERAMIC COATING A-417
AND TTS EFFECT ON ENGINE LIFE OF FORGED REFRACTALOY-26
(AMS 5760} AND CAST STELLITE 21 (AMS 5385)
TURBINE BLADES

By Floyd B. Garrett and Charles A. Gyorgak

SUMMARY

An investigation was conducted to determine the adhering and pro-
tective characteristics of National Bureau of Standards Ceramic Coat-
ing A-417 and the effect the coating had on the life of forged Refrac-
taloy 26 and cast Stellite 21 turbine blades. Costed and uncoated bhlades
were run in a full-scale J33-9 engine and were subjected to simulated
service operations consisting of comsecutlve 20-minnte cycles (lS min at
rated speed and approximately 5 min at idle). The results of the investi-
gation show that the ceramic coating NBS A-417 adhered well to Refrac-
taloy 26 and Stellite 21 turbine blades operated st 1500° F. In addition,
the coating was found to prevent corrosion of the Refrectaloy 26, a
nickel-base alloy known to be corrosion-sensitive, and the Stellite 21,
a cobalt-base alloy known to be relatively corroslon-resistant. Even
though the coating prevented corrosion of both alloye, it apparently did
not affect the engine life of the alloys.

INTRODUCTION

Increasing application of high-temperature alloys has severely
drawn upon the available supply of ciitical alloying elements. Turbojet
engines, and in particular turbine-blade alloys, frequently contain con-
siderable quantlities of the scarce elements columbium, cobalt, tungsten,
molybdenum, chroimium, and nickel, several of which contribute to the
corrosion resistance of the alloys as well as to high-temperature strength.
If, for example, the. amount of nickel and chromium were reduced, the
alloys would be more susceptible to corrosive attack by hot gases from
the combustion chamber. This lack of corrosion resistance has been a
principal factor that has limited the use in turbojet engines of several
ferrous and low=-critical-element alloys which have the necessary strength

for this application.
PAL
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One method of improving the corrozion resistance of turbiline blades
is by coating with a material which will withstand high operationsal
temperatures. A previous investigation of ceramlc coatings on cast
Stellite 21 alloy turbine blades (ref. 1) has shown that the National
Bureau of Standards Ceramlc Coating A-417 adhered well and did not
noticeably affect the creep characteristics of the alloy in a full scale,
short-time engine test. )

The purposes of the Investlgation reported herein were as follows:
(1) to determine whether the ceramic coating NBS A-417 would adhere well
to turbine blades belng operated for long periods of time in a full-
scale turbojet engine, and (2) to determine whether the coating would
prevent corrosion of a nickel-base alloy known to be susceptible to high-~
temperature corrosion (Refractaloy 26, ref. 2). The cobalt-base alloy
Stellite 21 was selected because 1ts behavior in engine tests is rela-
tively well known. o '

Coated and uncosted blades of both alloys were mounted in a turbine
wheel and run in a J33-9 engine. at a temperature of lSOO° F and stress
of approximately 21,000 pouhds per square inch.  The engine test con-
sisting of a repeated 20-minute cycle was employed to simulate service
conditions. The engine was shut down et the end of the work day or
vwhenever a blade failed. 'All falled bledes were metallographically
examined to determine the protective quality of the A~-417 ceramic coat-
ing, the adherence of the coating, and the microstructural changes
occurring in the alloys during operation. The investigation was conducted
at the NACA Lewls laboratory.

MATERIALS

Processing of blades. - Turbine blades of forged Refractaloy 26 in
fully aged conditlion and of cast Stellite 21 in.the as-cast condition
were submitted to the Nationasl Bureau of Standards for coating wlth the
ceramic A-417, the composition of which is glven in table I. The coating
procedure was as follows:

1. Bladeés were cleaned by sand blasting, with 60 mesh sand under
80 pounds per square inch gir pressure. Csare was exercised to keep the
surfaces to be coated free.of any gresse or oil.

2. The cleened blades were dipped into a slurry of the A-417 ceramic
coating and drained. The dipping process was controlled to yleld a
finished coat 1 to 2 mils in thickness,

3. The coated blades were fired in a furnace for 10 minutes at
1850° F (in air) and were then removed from the furnace and air-cooled
to room temperature. . . . -
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During the firing of the Refracteloy 26 blades, & wrinkled coating
was produced on some of them which was attributed to exceéssive thickness
of the coat. In order to correct this, the uneven coat was removed from
the blades by sand blasting, and a new coat was applied that had a
finished thickness of 0.5 to 1.0 mils. Therefore, some of the Refrac-
taloy 26 blades were fired twice at 1850° F and a variable of double
Piring (two 10-min periods at 1850° F instead of one} was introduced
(table II).

For comparative purposes, uncoated blades of Refractaloy 26 and
Stelllte 21 were subjected to the same firing treatments. The thickness
of the ceramic coatings and the number of firing cycles are shown in the
following tabulation:

Alloy Thickness of | Rumber of 10-min
ceramiec coat, flring cycles
mils at 1850° F
Refractaloy 26 1.0 - 2.0 1
Refractaloy 26 None 1
Refractaloy 26 0.5 - 1.0 2
Refractaloy 26 None 2
Stellite 21 1.0 - 2.0 1
Stellite 21 None 1

Radiographic imspection of blasdes. - Before any coating was aeppliled,
all blades were radiographed and found radiographically sound.

Blades evaluated in engine. - Refractaloy 26 and Stellite 21 blades
of each conditlon tabulated were installed in a J33-8 engine, the oper-
ation of which will subsequently be described. Table III shows the num-
ber of coated, uncoated, and "as-fired" blades evaluated.

Engine operation. - The blades were evaluated in a full-scale
J33-9 turbojJet engine. Engine operation consisted of repeated cycles
of 20 minutes duration (15 min at full rated speed of 11,539 rpm and
5 min at an idle of 4000 rpm). At full rated speed a temperature of
1500° +10° F was produced at the middle of the blades and the following
centrifugal stresses were slso produced In the middle of the blades:

Refractaloy 26, PSLI ¢ o o ¢ ¢ ¢ o o ¢ ¢ ¢« o a o« 2 a o« o« o« « o « 20,500
Stellite 21, PSLI =« ¢ o « o ¢ o o o s o s s s o« o s o « o o o 21,300

The centrifugal stresses were calculated from the known rotor and
material constants of radius, rotationsl speed, blade volume, and density
and vary with the geometry of the blade and the density of the alloy
under investigation. A detailed explanation of stress distribution of
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the blade is found in reference 3. Details of engine operation and
blade temperature control may be obtained from reference 4.

METATL.LURGICAIL STUDIES AND EXAMINATION OF BLADES
AND CERAMIC COATS

Macroscopic and metallographic exemingtions were made of several
blades in the "as-processed" conditions. Blades which failed during
engine operation were macroscopically examlned to determine the over-all
condition of the coatings and subsequently were sectioned for the micro-

Blade sectioning was dictated by the appearance of the coatlng, the
type and locatlon of the initiel failure zone, and the method of propa-
gation of the falilure. The areas of interest were mounted, polished,
and etched. Refractaloy 26 specimens were etched electrolytically in a
50 percent hydrochloric acid and water solution and the Stellite 21
specimens were etched electrolytically in-a 5 percent aqua regla and
water solution.

Rockwell hardness determinations were made of as-recelved, processed,
and operated blades of both alloys. In the case of unoperated blades
(as received), hardness tests were made on cross sections of the alirfoll
(2 in. from the base, where critical stresses occur in engine operation).
In the case of fractured blades, hardness tests were made on sections
1/8 inch below the failure zone of the operated blades.

RESULTS AND DISCUSSION

Appearance of blades. - Appearances of typlcal coated blades before
and after operation are shown in figure 1. The blade in figure 1(a) is
representative of as-~coated blades. The coating is continuous over the
airfoll surface and has a characteristic chromic oxide green color with
8 vitrous sheen. During operation, the sheen is removed and the color
is lightened by the action of the hot gases. - The blade of figure 1(b),
Stellite 21, and the blade of figure 1(c), Refractaloy 26, are typical
blade feilures. Stress-rupture cracking of the Stellite 21 blades was™
not localized to the critical stress and temperature zone (2 in. above
the root flat form) but became general over. a wide area, giving an o
"orange peel” effect.. Numerous grain. boundaries were opened with a con-
sequent shifting of some gralns. This maess movement of metal broke the
continuity of the coating, as would be expected, but the ceramic-to-metsl
bond remained intact. The Refractaloy 26 blade falled completely by
stress rupture. The spalling of the ceramic coat noted in the center
and right-hand blades was causéd by fragments of prior failures impinging
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on these blades. Macroscoplc examination of the coated blades showed
that the damage to the ceramic coating by impinging fragments was slight.

Results of engine operation. - The results of the engine operstion .
are plotted in figure 2, and the average life of the alloys is listed in
table ITTI. All the Refractaloy 26 blades end more than half of the
Stellite 21 blades failed by stress rupture.

It is evident from these data that the ceramic coating did not
noticeably improve blade performance; nor did the coated blades fail by
mechanisms different from those of the uncoated blades, as the symbols
of figure 2 indicate. It will subsequently be shown that the ceramic
coating protected Refractaloy 26 and Stellite 21 blades from corrosion
by the combustion products. In the case of Refractaloy 26, the alloy
known to be susceptible to high-temperature corroslon, an Iimprovement
in performance would be expected; however, the results indicate that
appaerently the performance of these blades did not depend on their cor-
rosion resistance.

Metallographic Examination of Refractaloy 26
Before and After Operation

Examination of uncoated blades. ~ A typical oxide coating produced
by solution treating and aging Refractaloy 26 is shown in the photomicro-
graph of figure 3. The oxide layer was approximately 0.00025 inch thick,
and penetration of the grain boundaries of the recrystallized zone was
observed although it is not apparent in the photomicrograph. Excessive
grain-boundasry corrosion of uncoated Refractaloy 26 blades operated for
106 and 143 hours 1is shown in figure 4. Severe corroslon of this type
would be expected to lead to short operational life. However, as has
been noted, faillure times of coated and uncoated blades are practically
the same. )

Examinetion of coated blades. - Metallographic examinstions of speci-
mens cut from portions of operated hlades that did not elongate severely
showed that the ceramic coating prevented corrosion and adhered well to
the surfaces of the metal (fig. 5). Some of these sections, which were
protected from corrosion,. were obtained from the immediate vieinity of
the fractures, in the hottest, most critically stressed zones of the
blades. In other specimens, in aresas near the fractures, corrosion was
observed, but the fracturing of the ceramic that permitted this corrosion
almost certainiy occurred after the blade elloy entered third-stage creep.

A layer of recrystellized grains wes observed st the surfaces of the
Refractaloy 26 blade airfoils and is believed to have resulted from sur-
face working followed by heat treatment.
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Three of the four blades which had a edat thickness of 1.0 to
2.0 mils developed striations on the concave face during operation (see
fig. 6). The strise probably formed in these thick coatings during
cooling at shut downs of the englne, which produced an elastic recovery
of the base metal. ' -

The ceramiec is believed to have flowed plastically as the metsl
elongated both plastically and elastically during heating. On cooling,
the metal recovers by & greater amount than the ceramlc. To relieve the
compressive siresses, ridges are built up on the outer surface by plastic
movement of the coating. This analysis is substantiated by an examina-
tion of a cross section of the strise. Photomlcrographs of this section
(fig. 7) show a ridge and valley on the coat surface, but no visible
change occurs to the ceramic-metal interface.

The failure zone shown 1n figure 8 (coated Refractaloy 26) ise typi-
cal of all failures in this alloy. The mode of failure is stress~rupture
which propagates intergranulerly. Oxidation of the grain boundaries
occurs only after the coating is broken by excessive elongation (stress-
rupture).

Metallographic Examination of Stellite 21 Blades
Operated in a Turbojet Engine

Examination of uncoated and as-cast Stellite 21 blades., - A thin
oxide layer (approximately 0.0003 1n.) was produced on all unprotected
Stellite 21 blades by the hot gases (fig. 9(a)) and slight oxide pene-
tration of the grain boundaries occurred (although infrequently) during
engine operation. - :

Examination of coated Stellite 21 blades. - Metallographic examina-
tions of operated blades showed that the adherence of the A-417 coating
to Stellite 21 was eXcellent. No oxide penetration of the coating was
detected on any of the coated blades. A typical coating-to-metal inter-
face is shown in figure 9(b).

Precipltation hardening of the Stellite 21 accurred during the firing
cycle and operation of the blades in the turbojet engine. Such precipil-
tation is common for the Stellite 21 and is observed near primary carbides,
in pearlite colonies, and in slip planes. .

Failures of gll Stellite 21 blades were by stress-rupture and the
fracture paths were found to be intergranular,

2746
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HARDNESS SURVEY

Hardness changes measured in Refractaloy 26 and Stellite 21, result-
ing from the firing treatments and engine operation, are listed in
table IV. Refractaloy 26 decreased In hardness from Rockwell-A hardness
64.7 to 49.9. This drop In hardness that occurred In the Refractaloy 26
blades was caused by heating the alloy 50° F above the A.M.S. specified
solution-treating temperature of 1800° i;OO F. Thus the Refractaloy 28
specimens were partly solutlon treated. The decrease In hardness could
have been compensated for by reaging the specimen after coating. If
thls coatling were applled commerclally to alloys of low strateglc
content, compensatory heat treatments following the firing cycle would
no doubt be necessary. An Increase in Rockwell-A hardness of the
Stellite 21 from 65 to 67 1s attributed to age hardening at the firing
temperature of 1850° F.

SUMMARY OF RESULTS

The results .of this investigation, which was conducted to determine
whether the ceremic coating NBS A-417 would adhere well to turbilne blades
being operated for long periods of time in a J33-9 turbojet engine and
which was also to determlne whether the coating would prevent corrosion
of Refractaloy 26 and Stellite 21, may be summarized as follows:

1. The ceramic coating (NBS A-417) adhered well to Refractaloy 26
and Stellite 21 turbine blades operated at 1500° F.

2. The coating was found to prevent corrosion of & blade alloy known
to be susceptible to high-temperature corrosion, Refractaloy 26, and
also was found to prevent corrosion of Stellite 21, a relatively
corroslon-resistant alloy which was used as & basls for comparison.

3. The ceramic coating apparently did not affect the engine 1ife of
the Refractaloy 26 and Stellite 21 turbine blades even though the coating
prevented corrosion of both alloys.

4. Refractaloy 26 was solution-treated by firing at 1850° F for
10 to 20 minutes.

CONCLUDING REMARKS

This investigation has demonstrated that it is possible to prevent
corrosion of turbine blades by coeting them with ceramics. The applica-
tion of ceramic coats to metals usually requires high firing temperatures
to bond the ceramic to the metal. These high firing temperatures may
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adversely affect the mechanical properties of the alloys and compensatory
heat treatments may be necessary to restore the lost properties.

Lewls Flight Propulsion Lsborstory
National Advisory Commititee for Aeronautics
Cleveland, Ohio
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TABLE I. - COMPOSITION OF A-417 CERAMIC COATING

(a) Composition of ceramic.

Ingredient Parts by weight
Frit 331 (see table I(b)) 70
Chromic oxide (commercial) 30
Enameler's clay S
Water : 48

(b) Composition of Frit 331.
E%aximum smelting temperature, 2425°_F,

smelting time, 2% to 3 murs.:]

Ingredient Parts by weight | Computed oxide composition

Oxide Percent

Flint (SiOZ) 38.00 810, 38.0
Barium carbonate 56.63 BaO 44.0
Boric scid 11.50 . 3203 6.5
Calcium carbonate 7.14 Cal 4.0
Beryllium oxide 2.50 i BeO 2.5
Zinc oxide 5.00 Zn0 __5.0
120.77 100.0
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TARLE II. - HISTORY OF BLADES USED IN THE INVESTIGATION
Alloy Number Nunber Thickness | Firing cycle
of of of A-417 time at
blades | sandblasts | coating, 1850° F,
milsg min
8Refractaloy 26 4 1 none €20
4 dz 0.5 - 1.0 c20
4 1 1.0 - 2,0 10
4 1 none 1Q
Pgtellite 21 6 1 none 10
: 6 1 1.0 - 2.0 10
4 | eme——————— -
Other alloy 20
Thermocouples 2
Tatal 54

8Heat treatment:

Solution treat, 1 hr at 2100° F, air cool;

age 20 hrs at 1500° F, air cool; age 20 hrs at 1350° F,

alr cool.

bAs cast.

r

CPwo separate treatments of 10 minutes each.

dpirst application removed because of wrinkled appearance of

coat.
TABLE III. - MEAN LIFE OF BLADES
Alldy Coating | Firing |Number of |Mean life
cycles | blades

Refractaloy 26 { A-417 2 4 120
A-417 1 4 131
TNone 2 4 137
None 1 4 120

stellite 21 A-417 1 6 85
None . 1 8 107
As cast - 4 95

7

~JBA
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TABLE IV. - CHANGE IN HARDNESS DURING FIRING TREATMENT AND ENGINE OPERATION
Alloy Condition Aversge Rockwell-A hardness Change | After operation | Change
Before | Before operstion
firing | (efter firing)
Refracteloy 26| Ag heat 64.7
treated
CO&'bed. 6&- 7 4:9 |9 _1408 65 .0 "l"ls ol
twlce flred
Coated
once fired 64,7 51.7 -13.0 62.9 +11.2
Uncoated
twice fired 64.7 49.9 -14.8 83.2 +13.3 .
Umeoated 64.7 5l1.4 -13.3 63.4 +12.0
Btellite 21 As cast
not fired - 65 73.1 + 8.1
Coated
once fired 64 87 + 2 74.4 + 7.4
Uncoated
once fired 65 67 + 2 72.5 + 5,5

ogTZed WH VOVN




iz

e LI SN TR YT, —_LLa e

NACA ERM E5ZL30

C-31553

{c) Coated Refracteloy 26; falled by
rupturing aﬁ;er 99.7 hours.

{b) Costed Stellite 2L; fatled by
orackliog after 89.7 hours.

Figure l. - Campariscn of ceramic ccated blades.

{a) As coated; unoparated.

oz
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. Types of fallures
{> Btress-rupture
O Stress-rupture. cracking
0O Btresa-rupture fallowed
Refractaloy 26 _ by fatlgue
®X < g
A-417 Coated; twice fired I i
3 Q &0
A~417 Coated; once fired ]
_ _ | ¢ < &4
Uncoated; twlce fired [ .
' . o (¢ g
Uncoated; once fired L "
Stellite 21 , o 0 |
00 o O
A-417 Coated; once flred I
0
: o 0o < e
Uncosted; once fired |
o o .
. 0 v, W
As cast © 1
80 80 100 120 140 160 180 200

Life at rated apeed, hr

Figure 2. - Classification of A-417 coated and uncosted Refractaloy 28 and Stellltse 21 blade fallures.
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C.31554

Figure 3. - Oxldation of Refractaloy 26 during heat treatment. Electrolytically etch
in 50-percent hydrochloric acid. X250. :
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(a) Fired twilce; opsrated 106.4 hours. Electrolytically etched in S0-percent hydrochloric
acid. X100.

C.31555

(b) Same specimen as in figure 4(a) at X250,

Figure 4. - Extensive grain boundary corroslon of uncoated Refractaloy 26 operated in a
turbojet engine.



16 . . eI _ NACA RM E52L30

- - no
~
. . . P
b . ~ . &
. \.
. -
T - 3 -
.
o e = ]
» " -~
B - . -
. '
‘a ..'.
. . e
. . ‘e
.
* -
.
L]
- RS 2 >
- : -
- A .
Oy N ’ v - . & w .
- . -
"
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(&) Same specimen ag in figure 4(c) at X750.

Flgure 4, - Concluded. Extenslve grain boundery corrosion of uncoated Refractaloy 26
operated in a turbojet engine.
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(a) Fired once; unoperated. Electrolytlcally etched in 50-percent hydrochloric acid.

(b) Fired once; operated 99.2 hours. Elec- (o) Fired twlce; operated 149.5 hours.
trolytically etched in 50 percent hydro- Extensive preciplitetion in grain boun-
- chloric acid. daries. Electrolytically etched in

50-percent hydrochloric acid.

Figure 5. -~ Ceramic-metal Interfaces of coated Reframotaloy 26 before and sfter operation
In a turboJet engine. Photographed at X250; reduced 23 percent iIn reproductilon.
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C-31558

- Striations pregent in thick coating (1.0 to 2.0.mil) on Refractaloy 26 after
153.6 hours of engine operation.
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(a) Unetched. X100. ZPolarized light,

(b) Same specimens above electrolytically etched in S50-pércent hydrochloric acid. X250.
Recrystallizaetion zons produced during heat treatments.

Figure 7. - Rldges produced In thick ceramic coeting on Refractaloy 26 during engine oper-
ation.
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C-31560

Flgure 8. - Typical intercrystalline Pailure in coated Refractaloy 26 occ'urring during -

operation in a turbojet engine, Electrolytioally etched 50-percent hydrochloric ascid.
X100, ' o o
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g S
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(a) Unooated; fired once; operated 66.5 houtrs. Electrolytically etched in S-perocent
aqus regle, X750.

. - .
- a* v J;" €C-31561

- (b) Coated; fired once; operated 73.6 hours. Electrolytically etched in S-percent
aqua regla. X750.

Figure 9. - Comparison of uncoated and coated Stellite 21 after engine opsraticm.

NACA-Langley - 2-12-53 - 400 .
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